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YR 48 F A

H 3 /3 X L& Tk Ciall * T RG] B 3t A A
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2018/4/10 14180 14170 14260 14180 14280 +80
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2018/4/12 14180 14170 14180 14180 14180 -
2018/4/13 14450 14440 14420 14460 14440 -30
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— LTI REA T LA

1, #04+7 WFHiER
H OB LT IR LMEEN: FHE, AL:46%, Si:8%4 319.5, K E L EH

TN, B PEE AL:48%, Si:5%4k 403; & 0 A1:50%, Si:3%4% 417, * 8L
NI, 8 AF T AL: 52-55%, Si:2-6%H 46; EFE Al:46-48%, Si:6-7%, # 37.5;

k7T AL: 40%,ST:3%, % 40.5 (E /) , %k B */F.

F1. AEFMEEERERATE

IF0380 (Eih) IFO180 (Eih) MDO (% 3d)
H #1 % H 4 % % H 44 #* B % H #* B
($/MT) ($/MT) ($/MT) ($/MT) ($/MD ($/MT
201844 F 12 H 394 5.5 426 5.5 630 10
2018F4 A 11 H 388.5 2 420. 5 2 620 -2
201844 A 10 H 386. 5 6 418.5 6 622 14.5
2018F4 F9H 380. 5 -1 412.5 -1 607. 5 -0.5
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2. ERELT HHIFR
FERH 37 A/S: 4.5 44 370; A/S:5.5 MM 430 (CFRAEFNE D ;

AL:60%,ST:8%, M 490 (F&2BN#E) ; HETH AL:60-65%, Si:9-11%H N
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&7 hax (2AE)

fras (AL TT/vH)
TA 8 A 9A 10 | 11A | 12 A 1 A 2 A 3A 4 A
A/S: 4.5|300-320|300-320|300-320|340-360|360-400350-390|330-370|330-370|350-390|360-400
A/S: 5.0|320-340|320-340|320-340|360-380|380-420|370-410|350—-390|350-390|370-410|380-420

H# X YA

Wb 78
A/S: 5.5|350-380|350-380|350-380|380-400|410-440|400-430|380-410|380-410|400-430|410-440
A/S: 6.0|410-440(410-440|410-440|440-450|480-490|470-480|450-460 |450-460|470-480(480—490
.. A/S: 4.5|320-330{320-330|330-350|460-480|460-480|400-420 | 350-370|350-370|380-390|390-400
NG

A/S: 5.0330-350|330-350|350-370|500-520 | 500-520 | 420-430 | 370-380|370-380|400-410|410-420
J W |A/S: 7.0(210-220(210-220|210-220|210-220|230~-240|220-230 | 220-230 | 240-250|270-280|270-280
FM  |A/S: 6.0[210-220(220-230|220-230|220-230|250-260|230-240 | 230-240|230-240|260-270|260-270
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3. Bl A BV B T 51 R

AP AT L1 AR 30 X FRORE FRLAR 7 K 4 T 300 T/ Pk, Hu X % R 4
At g N A T TR BR 4 Af LRSS KE L 7 3590 7T/
WA, T 300 To/vE. HRHUIX 4 A TS FEAR A 45 £ 4000-4100 T/, R L
A T8 200 jo/v 24 o LT IX 4 A FIUREFE AR )48 72 3900-4000 7T/%4, & LA
A T B 200-250 75/v4 . 77 7 # X B 7] FEAR 45 477 £ 3700-3900 7T/, A B R AT
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BAENAERE T8, Bl A mETHNE 1600 T/, LAk 200 T/4
o RIME RN CA THE, REERETHNH 3900 T/ 2k BEEN
BT, ARG B EE 5 2550-2700 7T/,
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KERE: RIFEHN
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AR EARNBER X T FN A TER, SR EaMRN: HHTIE

AN 12100-12500 75 /78, #5 H X 37 48 A 12000-12300 76/, L& . 7

B X 7 45 A E 12300-12500 T6/vE . B RTE A T TEA Frif s, =AM
HETTE, RASRNAEREIE, TARNLEMEIETR . AHARMABNE T A
e, EEIA TR A
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BN B A ALBNETS T, FHRTEEE M 0B R, 2t
RO THT R . T B S AP T o 22— F E%
=, ARTIHAN
1. RABTHAH

k5. AAETRIXAMENH

1K AO-1 2750 2790 +55 -
1IE:3 AO-1 2750 2790 +40 -
& AO-1 2740 2780 +40 -
ADESAIEE I AO-1 2660 2700 +50 -
M AO-1 2800 2840 - -
#RE A0-1 3050 3150 - BHOER
7 % FOB AO-1 457 477 +32 £ 0/

BERIR: ROHE N

RRE#HM KX TG AABENE NG LK, TETHERERELE, BEATY
W F o AL FTHRAN 2700-2800 TT/78, B A T H RN & F 2650-2850
T/ WK EE, LT AR R NS A 2750-2790 TT/ . 1L AR AR R R
A% 4 2750-2790 0/ % . 77 # A 4B R M A& A 2740-2780 T/ . 3% N A {48
A K 2800-2840 T/ v S AR R A M AE A 2660-2700 TT/ M. HH A
AR E, AM4E FOB MR % 457-477 £0/7. & B A MBI BN
&, AR 3050-3150 TT/vE

BOER: ARBUDERNME LK, e BAMRIBEN, B BEKER
AR AL FIRAL
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[Y]xe3Be

M metal.nE

*6, PEXEBDAMBEFL I

H # &= b & B R Eat
4A8H 19 5 25.3 49. 3
4 A 13 H 19 8 925 59

T2 - +3 -0.3 +2.7

BERE: RovaEm
FREEAE: T EEFEFEKEER, —GERPHRTEE, BRH®
£ 5000 %",
K®E7E: BE3FH 30 H, 2018 43 A LH AT = A #1484 - AT A
H 14276 6/7, LA 18. 5% 1B 3 A A EK 2N A 2641. 06 7T/, &2 AR
K E W BT B 62. 72 70/,

WH R RIEXZ RN AT E



M M;tren‘gtﬁrllz Mymetal Aluminum Report
46 T A R RS

2018 4F £ 128 S 182 11

*6. AF (4H09H4 A 13H) BAEHRTH A0 B4 B H N

H t& | £% Bl R VAL EXR | MM il AX | FHH

4 A 09 H | 14070 | 14060 14110 14070 14010 14070 14060 14130 14040 14069
4 A 10 H | 14180 | 14170 14260 14180 14130 14290 14180 14260 14160 14201
4 A 11 H | 14220 | 14210 14260 14230 14170 14270 14220 14290 14170 14227
4 A 12 H | 14180 | 14170 14180 14180 14130 14190 14180 14240 14120 14174
4 A 13 H | 14450 | 14440 14420 14430 14400 14460 14440 14520 14390 14439
ekl 14220 | 14210 14246 14218 14168 14256 14216 14288 14176
B 4.13% | 4.06% | 4.02% | 4.13% 4.01% | 4.32% | 4.09% 4.23% | 4.10%

BERFE: R9TEM

HE N B4 A 13 H, £RMRABEIRMN A 14450 T/, ¥ E L
Wk 450 TG/, FKIE A 3.21%; B BEI LN A 14420 T/, BITR LK
440 7T /%, KNG A 3. 14%. REABRAK THERRIAFR, FREFL T ER
&, HTHEAY KUK S ARREEZZ W, TRBERERFR, H5 T4HEMN
PRI, HETHECYRBWER, EFEFXEHE, THEERRZNER Z
B2,

P&, PR 2018 4 3 A E B4R & 306. 1 /70, Bl H e 1. 38%,
g 10.4%; 3 AP EEMEBEHL "84 9.87 v, 52 AFF. 3 AE
FRABIEAT 7= & 3680.5 J7 vk, B A 74. 3%

A Ef: BROFEMAIT, RIERANEAIKEEERLEE 226.6
Jeh, B4 A8 Huk 0.3 77wk, HEAE 4B I BT A TE, KA T IH
FELS I, BARKEWT:
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x7. 2EHXETYHEBEEFS T (18.4.08-18.4.12)

X 4F8H 4A12H ¥R
e 38.7 38.9 +0. 2
% 80. 2 79.9 -0.3
M 10. 4 9.9 -0.5
H M 4.8 4.9 +0. 1
TR 4.8 4.8 0
B E 4.8 4.8 0
b 42.3 42.1 -0.2
Bz 4.5 4.3 -0.2
RiE 6 5.9 -0. 1
b= 0.7 0.8 +0. 1
X 14. 4 14. 1 -0. 3
M 4.7 4.8 +0. 1
7 FH 2.2 2.3 +0. 1
/N 2.1 2.5 +0. 4
Il 97 3.4 3.4 0
w M 6.8 7.1 +0. 3
At () 226.9 226. 6 -0.3

BERE: ROHE N
HE: REAEFFEFEHR UL TRHE L 4. E % 837
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P E £ E X A 4R EE (2018/3/31-2018/4/8) £ 15.2 Jrwk, JAFFHh R
D2 T, RE TG, HLHRKEEERSRAAL; AL, EX. MK
HEE/NERD; B RE. AMEMRE B EEWMEBERD . ZEAREYE, &
BELEER TR,

3. HEEWIIMN

1. RERFE AR TN

REREB R N356.2 6o EMER EAFAL LK, TEZEEIHET L
o, frsh E W AE, B AR R RB At B, B LA Bk 319 o/
AR JE A356.2 R R G2 e EAMMEFEIL: Bl L#r P X A356. 2 HM A
14800 7T/ ", [~ AR K H 4 14900 7/, L ARMX B ™ H 6 A 14750 T/,
AEE. =8, AKX S H40h 14700 T/,
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AEERHX A356. 248 A4 M ELE
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| .t
13500 | §°
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12500 T T T T T T )
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BERIE: KHHE M

ARMIFEAE, TXMUKELE, B wmIHBEE, TAAEN. L
PEIRHEFHIEZTZH DR, HRNEMA R, FH. LARBXAE Ao
TR E520-6407T/F5 X 8], L&, T%. &FFH4E 8 5= P I % E620-700
/R E TREREELSIZRI, LA, &M XA £550-850 70/ X
8] ; #TL et IR NS U AE700-800 T/ X (8] . 5 & . #TEEM X v T3¢ 4K |H
% FFAE500-800 7T /7, e F HI X A T —, 4 E600-850 T/ X [A], (BH K
Z P A FT AR E500-6007T /7 X 8] o 9 5 & 3t XA JLR A dr T B &4l & P ALK
AR AR &, F1EE = A356. 2RE R A o4, #ELFHEE, BR%, BT
FEIA, X A6 2BETHHELFHIA. S, FRMECWITE LR
BRALE, FEAFILI2. ZLI0A%ES, Tt EHREHEAMNIER,

-
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2.FAEBEeTE

REBNANE LK, TEZSEFHZ W BEBEEAANE b LKA
T, —FEBNEHFHREENELEAS, W EEMEN ERT MG —EES
AT, A—HE TEEFRASRGEERE I, EERERIRE. EF 7 E A4
B, WREM, TEHEFITBEK, T T ARG ENE ST TH,
firts L3k 2[R T £ g U . 4 7 30 IX B ARADC1 2 i 421540075 /78, 4%
F A EFK1007T/55 . A M X EARADCI23 4 ££ 1530070 /74, %% - & E #2000/
wfi, AL T 37 E ATADCL1 23 1 £ 1530070 /74, B b L1007 /7, P9# 77 E
FFADC1234 i £ 15300 7T /%, 5 L& E#K1007T/% .

4 F £ HH X B4R ADC124#

17000
16500 +
16000 ~
15500
15000 +
14500 +

14000 H

13500 f}

13000 -

12500 T T T T T 1
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BERFE: R9TEM
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[Y]xe3Be

M metal.nE

4, RETHM

1. RAEFR WL

AR &K R BHR NS /ME LK, RAIER. A00 484 BB AN b
K 288 J0/vh, Mymetal — R AN AE B2 4 84 3T, Mymetal T4 B 48 & A4
FE1# % 12100 6/%, Mymetal 6 % @|76FH00 48 3 4 11100 76/ 7, Mymetal 6
Z AN AR B 3 05 11500 JT/78, Mymetal 4B B 4 &34 % 9700 7T/, #T
PR IK = B R & S4B R B e FF K & A, (B T B B4R A0 KT8 B IR RO R 4B
e fEE, INE R R AB RS, SHEET N HTRETE, M EEXE
TERSBNEELR, BETHTHME ST HFNHELEET AERA. TEFHA
BHSRBRFF LI EBF RN E S RERSE LK, T ABN /NGB EZ B
firag M &R Fr 1%, REEE A TR
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25 i KR A%

— FEEREE— BUTEEEE — IaiFEE FeaE

=l o}
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10000

9000 r

8000

7000 T T T T T T
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KERE: RIFEWN
2. RBIENTH L

A M X R 5B [H R B AP AR, RETE B, Mymetal B A4 (T#)
OrA% B % 11650 70/", Mymetal ALPFE4E (FFm) #4& B 39 4 10500 7o/¥4,
Mymetal bt [ERH 45 B 39 A 10300 70/ %, Mymetal 27 H s£ 44 & 9 % 9200 7T/
i, HAESEemRACVIENEFERTS, RE#H D REZHUKENKEEREE
BHTR, MRk EEBe Y RS ER K. BB IHR B ok frd ik
AR R 4B IH AR R 0 304 2 R e X 34 & R 0 R 48 R0
BREFREE £, EX25HK,

B REARBNENELEK, LHRABFABRTE, THEELLEF
KVE T B 4B & St T At 2 R 4B T 7 LA RO 46 B A T A
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5. AT
A S RN A 2B 7w im A P T B A AJE 6063 4B TH LA B X

FERERNEFHRE, ELATETRAF. BREN, BREAE, ROFENSTTERN
& ERMIX 6063 4a4En T#E A0 T~ L 480-580 Ju/"; 545 400-480 7T/
wis A3k 807170 7o/ JL X 3307370 Ju/H; m U 4107450 Jo/E; B & 420-520

JC/"hs B 807130 Ju/ " ; AL ER 2907330 T/,

AEFRMX 6063 B THFLE M 690-0178 Hfr: ju/4
i T4 X 3k I 3 # 5
4H9H 5207600 400460 3307370 807170 4107450 4807520
4 A 10 H | 5007580 400460 3307370 807170 4107450 4707510
4 A 11 H | 4807540 400460 3307370 807170 4107450 4407480
4 F 12 H | 4807540 400460 3307370 80~170 4107450 4407480
4 F 13 H | 4807540 4207480 3307370 80~170 4107450 4207460

BERE: ROEER

H TR E
ZRIEN R B AR AR e IR BEE T R K

#it b, HATTUEE,
B & B A 2

AR EAE ML, THHEK FE EH XHH A
MK KE: LT, ARBELH TR LA TA,
40 T/, EEEFAESANWE, T5EmRE %R —H,
WA R R E O EEAR RN A TR TH

W, M ERRE, RAMIHAR LR, TEEESHERF THE, HEHET,
S5 R R  B BT, AR S TR TR L, 4 b B & A ZCR 50-80
TCHRE, BT R, FARATBHRKEEIE S, Mg LK, THELZE
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S X A0 T % A /NG E R

, mMIFENETH, Ribzs, mihfe
EEN,9 HIEAE WA 2018 4 3 H 4 F 6063 484 & 4 88. 95

&% kR
= 8

Jo, FRH bk 40. 63%, B BT B 13.79%; 2018 4 3 A IZAT T HE 1096. 6 /7 M,

TR £k 40.95%, [FH T BE 10. 45%; 2018 4 3 A 2 & 7= gk 2185. 1,

BEREN, KEAEHFAXBEERRIEA— &, aTHHBLEK, FRE

HEERR, ENLrEREAE, HEL T, BREFTFRYIH, Tird bk EARLE
FEERE, UE25H.
A E B H 6063 4B EFX Ber. Fd
L T4 G & M M At
49H 6.7 2.35 1.0 0.4 1.0 11.45
4 A 12 H 6. 4 2.2 1.1 0.4 0.9 11.0
T E -0. 3 -0. 15 +0. 1 T -0.1 -0. 45
BERE: RAFEW
EfFTE, RIEARE, B3R AEENSTEANLHGBEAREEEFE
BRI UES, LA, IR EFATE, ETH MR EFEHR M
FTEEFNFTRBIRE S, AWM EFTAREENEZR Y, FNHEIL T

BTRAL, TEZ2|Hk
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